
(Mn. kg.)

Viscose Polyester Nylon Acetate Polypropylene Total Viscose Polyester Nylon Acetate Polypropylene Total

1991-92 52.69 207.60 30.86 -- 4.03 295.18 54.81 208.97 31.07 -- 3.69 298.54

1992-93 47.95 246.54 32.47 -- 6.87 333.83 48.18 240.02 31.56 -- 5.65 325.41

1993-94 53.02 288.94 37.33 -- 8.30 387.60 51.48 278.53 38.00 -- 8.21 376.23

1994-95 58.53 298.19 39.35 0.04 11.87 407.97 58.19 308.39 39.49 0.01 10.12 416.20

1995-96 60.66 376.18 41.56 0.03 14.58 493.02 61.47 365.80 42.32 0.03 14.27 483.89

1996-97 57.29 493.29 37.95 -- 13.03 601.56 57.30 502.12 37.70 -- 12.69 609.82

1997-98 57.02 667.90 29.84 -- 13.79 768.55 55.95 679.26 29.75 -- 13.38 778.34

1998-99 60.91 745.38 28.63 -- 15.41 850.33 55.50 742.14 27.84 -- 15.31 840.80

1999-00 49.48 801.02 26.05 -- 17.21 893.76 52.13 792.46 26.40 -- 16.86 887.85

2000-01 55.26 819.70 26.27 -- 18.49 919.72 56.92 834.08 25.35 -- 16.85 933.19

2001-02 48.35 866.16 27.82 -- 19.84 962.17 51.59 875.73 27.76 -- 17.35 972.43

2002-03 50.80 995.37 29.73 -- 24.41 1100.31 48.08 919.21 29.68 -- 20.58 1017.55

2003-04 53.17 1013.00 30.99 -- 20.82 1117.98 49.95 1013.45 31.03 -- 18.15 1112.58

2004-05 53.56 1003.63 35.41 -- 16.30 1108.90 55.38 1000.49 34.65 -- 14.24 1104.76

2005-06 53.09 1075.82 36.84 -- 13.58 1179.33 55.06 1069.34 35.91 -- 11.77 1172.08

Note : Deliveries include export deliveries also.
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